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Neutron cross-sections for next generation reactors: 
New data from n_TOF

Colonna, N; Abbondanno, U; et al Applied Radiation and 
Isotopes

68 643 2010 journal 1 DANCE

Neutron physics of the Re/Os clock. III. Resonance 
analyses and stellar (n, gamma) cross sections of Os-
186,Os-187,Os-188

Fujii, K; Mosconi, M; Mengoni, A; Domingo-Pardo, C; 
Kappeler, F; et al

Physical Review C 82 15804 2010 journal 1 DANCE
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carbons using quenched molecular dynamics
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the Fe-Al system by high-temperature neutron 
diffraction
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data
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High-temperature neutron diffraction and the 
temperature-dependent crystal structures of the MAX 
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Investigation of deformation twinning in a fine-grained 
and coarse-grained ZM20 Mg alloy: Combined in situ 
neutron diffraction and acoustic emission

O. Mur·nsky, M. Barnett, D. Carr, S. Vogel and E. Oliver Acta Materialia 58 1503 2010 journal 1 HIPPO
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O. Murinsky, M. Barnett, V. Luzin and S. Vogel Materials Science and 
Engineering: A
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Maloy
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Engineering: A
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Investigation of the phase in the FeAl system by high-
temperature neutron diffraction
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Applied Physics A: Materials 
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Neutron powder diffraction and first-principles 
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M. Braga, J. Ferreira, J. Siewenie, T. Proffen, S. Vogel and 
L. Daemen

Journal of Solid State 
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measurements on the high pressure-preferred 
orientation neutron diffractometer

H. Reiche and S. Vogel Review of Scientific 
Instruments

81 93302 2010 journal 1 HIPPO, Pharos

Intergranular Strain Evolution in a Zircaloy-4 Alloy with 
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E. Garlea, B. Clausen, E. Kenik, D. Ciurchea, S. Vogel, J. 
W. L. Pang and H. Choo

Metallurgical and Materials 
Transactions A
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Daymond
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Agnew, SR

International Journal of 
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In-Situ Neutron Diffraction Study of the Bauschinger 
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Dynamic processes of domain switching in lead 
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in situ neutron diffraction
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Brown, J. Russel and M. Hoffman
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Influence of Thermo-Mechanical Parameters on 
Texture and Tensile Behavior of Friction-Stir-
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Z. Yu, H. Choo, Z. Feng and S. C. Vogel Scripta Materialia 63 1112 2010 journal 1 HIPPO, 
SMARTS

Fabric development in a middle Devonian intraoceanic 
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Spain)

J. G. Barreiro, J. R. M. Catal·n, D. Prior, H. Wenk, S. Vogel, 
F. D. GarcÌa, R. Arenas, S. S. MartÌnez and I. Lonardelli
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C. Chidambareswarapattar, Z. Larimore, C. Sotiriou-
Leventis, J. T. Mang and N. Leventis

J. Mater. Chem. 20 9666 2010 journal 1 LQD

Thermally stable nanoporous palladium alloy powders 
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International Journal of 
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Science Center Neutron Rheometer for the 
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E. J. Yearley, L. A. Sasa, C. F. Welch, M. A. Taylor, K. M. 
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Review of Scientific 
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The Effects of Temperature on the Local Structure of 
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Distribution Function Investigation

C. E. White, J. L. Provis, T. Proffen and J. S. J. Van 
Deventer

Journal of The American 
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Combining density functional theory (DFT) and pair 
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C. E. White, J. L. Provis, T. Proffen, D. P. Riley and J. S. J. 
van Deventer
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Density functional modeling of the local structure of 
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measurements and reverse Monte Carlo modeling
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Nature of magnetoelastic coupling with the isovalent 
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Experimental and Computational Investigation of the 
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